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DONGGUAN IN MEI COATING CO.,LTD.

TIANXIN AREA,HUANGJIANG TOWN,DONGGUAN CITY,GUANGDONG PROVINCE

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Ink.

SGS Job No. : CP18-015901 - GZ.

Model No. :. G442.

Client Ref. Info. :. Color:01100, 10200, 10400, 20000, 20300, 20600, 21000, 20900, 30000, 30200, 

30380, 30730, 40200, 40800, 50100, 60100 mixture.

Date of Sample Received :. 02 Apr 2018.

02 Apr 2018 - 10 Apr 2018.Testing Period :.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Result Summary :.

Test Requested. Conclusion.

CONSUMER PRODUCT SAFETY COMMISSION---16 CFR Part 1307 [Docket No. 

CPSC–2014–0033], Final Rule, amending CPSIA section 108, Prohibition on Sale 

of Certain Products Containing Specified Phthalates.

PASS.

Zm guan.

Approved Signatory. . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN18-056931.002 Black ink.

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

CONSUMER PRODUCT SAFETY COMMISSION---16 CFR Part 1307 [Docket No. CPSC–2014–0033], Final 

Rule, amending CPSIA section 108, Prohibition on Sale of Certain Products Containing Specified Phthalates.

Test Method :. With reference to CPSC-CH-C1001-09.4(2017 draft),analysis was performed by GC-MS..

MDLCAS NO.Test Item(s). Limit. Unit. 002.

ND.0.005.%(w/w).0.1.85-68-7.Benzylbutyl Phthalate (BBP).

ND.0.005.%(w/w).0.1.84-74-2.Dibutyl Phthalate (DBP).

ND.0.005.%(w/w).0.1.84-61-7.Dicyclohexyl Phthalate (DCHP).

ND.0.005.%(w/w).0.1.117-81-7.Bis(2-ethylhexyl) Phthalate (DEHP).

ND.0.005.%(w/w).0.1.84-75-3.Dihexyl Phthalates (DHEXP/ DnHP).

ND.0.005.%(w/w).0.1.84-69-5.Diisobutyl Phthalate (DIBP).

ND.0.005.%(w/w).0.1.28553-12-0 / 

68515-48-0.

Diisononyl Phthalate (DINP).

ND.0.005.%(w/w).0.1.131-18-0.Dipentyl Phthalates (DPENP/DnPP).

PASS.Comment.

Notes :.

On October 27, 2017, the CPSC published the final rule in the Federal Register (82 FR 49938) to restrict 

phthalates in toys and child care articles under section 108 of the CPSIA, this final rule has in effect 

restricted a total of eight phthalates in children’s toys and child care articles. It will become effective on 

April 25, 2018, and applies to toys and child care articles that are manufactured or imported from this 

date..

Remark1: The result(s) shown is/are of the total weight of wet sample.   

Remark2: Results & photo(s) of this report refer to test report CANEC1805693103..
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ATTACHMENTS 
 

Phthalates Testing Flow Chart 
 
1) Name of the person who made testing: Sunny Hu 
2) Name of the person in charge of testing: Qiong Liu  
 

Sample cutting / preparation 

Sample Measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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Sample photo:.

CANEC1805693104

CAN18-056931.002.

SGS authenticate the photo on original report only.

*** End of Report ***.
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